
 

  Rock Flow EP-T100  
 High Flow Epoxy with DL TechnologyTM Aggregate 

Rock Flow EP-T100 is a three-component, high flow, high strength, expansive epoxy grout designed for large 
plates and narrow configurations where flow ability is critical.  

• Machinery, equipment or structural elements needing maximum bearing support

• Rail grouting, keyways and inverted baseplates

• Narrow clearance situations including anchor bolts

• Precision alignment of generators, compressors, electric motors and pumps

PROPERtY 
STANDARD UNIT HIGH FLOW MIX 

1 DAY 7 DAYS 28 DAYS POST CURE* 1 DAY 7 DAYS 28 DAYS POST CURE* 

Compressive Strength 
ASTM C 579 

2 in (50 mm) cubes 

Method B @ 73°F (23°C)

10,000psi 

(69.4 MPa) 

12,000 psi 

(83.3 MPa) 

12,500 psi 

(86.8 MPa) 

14,500 psi 

(100.7 MPa) 

9,500 psi 

(70.0 MPa) 

11,500 psi 

(80.0 MPa) 

12,000 psi 

(83.3 MPa) 

13,500 psi 

(93.8 MPa) 

Compressive Creep 
ASTM C 1181 

400 psi (2.8 MPa) 

@ 140°F (60°C)

------------
- 

------------- 6.4 x 10-3
 

in/in/°F

------------- ------------
- 

------------
- 

5.8 x 10-3
 

in/in/°F

------------- 

 Flexural 
Strength ASTM 
C 580 

3,900 psi 

(27.0 MPa) 

4,000 psi 

(27.7 MPa) 

4,300 psi 

(30.0 MPa) 

4,500 psi 

(31.3 MPa) 

3,500 psi 

(24.3 MPa) 

3,700 psi 

(25.7 MPa) 

3,900 psi 

(27.0 MPa) 

4,000 psi 

(27.7 MPa) 

Tensile Strength 
ASTM C 307 

1,500 psi 

(10.4 MPa) 

1,700 psi 

(11.8 MPa) 

1,900 psi 

(13.2 MPa) 
------------- 

1,100 psi 

(7.6 MPa) 

1,500 psi 

(10.4 MPa) 

1,900 psi 

(13.2 MPa) 
------------- 

Bond Strength 
ASTM C 882 N/A 

3,000 psi 

(20.8 MPa) 

3,500 psi 

(24.3 MPa) 
------------- N/A 

2,800 psi 

(19.4 MPa) 

3,300 psi 

(23.0 MPa) 
------------- 

Coefficient of Thermal 
Expansion 

ASTM C 531, 7 Days 
16.0 x 10-6 (74 to 210°F) (23 to 99°C) 17.0 x 10-6 (74 to 210°F) (23 to 99°C)

Effective Bearing Area 
ASTM C 1339 >95

%

>95

%

Working Time 
ICRI PROTOCOL 95 minutes at 73°F (23°C) 68 minutes at 73°F (23°C)

Peak Exotherm 
ASTM D 2471 84°F (29.3°C) at 140 minutes 96°F (35.0°C) at 162 minutes

Chemical Resistance Excellent resistance to most industrial chemicals 

Abrasion Resistance Greater than concrete 

Post Cure Procedure: Demold specimens after 24 hours; place in oven @140 °F (60°C) for 18 hours; remove from oven for 24

hours; perform test. 
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  The Specialty Construction Chemicals Company 

Pakistan Construction Chemicals Pvt Ltd. 

Office Address: Plot#61B Punjab Small Industrial Estate Sunder Raiwind Road Lahore www.pcc.net.pk 

The following are typical values obtained under laboratory conditions. Expect reasonable variation under 

field conditions. 

G
ro

u
t 

Positive effective bearing 

High chemical resistance 

High early strengths, fast return to service 



Rock Flow EP-T100 is packaged in standard 1.5 ft3 (0.042 m3) units. Part A, resin: 22.04 lb (10 kg),

Part B, hardener:5.69 lb (2.58 kg), Part A and Part B are contained in a 5 gallon plastic pail, and Part C, 

aggregate: 5/30 lb (13.6 kg) bags. May also be ordered as a 4 bag high flow mix, which will yield 1.30 

ft3.

2 years in original, unopened package. 

Surface Preparation: New concrete must be a minimum of 28 days old. The concrete must be clean 
and rough. All oil, dirt, debris, paint and unsound concrete must be removed. The surface must be 
prepared mechanically using suitable equipment to give a surface profile of at least a CSP 5-7 in 
accordance with ICRI Guideline 310.2, exposing the coarse aggregate of the concrete. The final step in 
cleaning should be the complete removal of all dust and residue with a vacuum cleaner followed by pressure 
washing. Then, vacuum all water up and allow to dry completely. Acid etching is acceptable only 
when mechanical preparation is impractical. It is recommended that only contractors experienced in 
the acid etching process use this means of surface preparation. The salts of the reaction must be thoroughly 
pressure washed away. Allow the concrete to completely dry. Note: Even with proper procedures, an acid 
etched surface may not provide as strong a bond as mechanical preparation procedures. All concrete must 
possess an open surface texture with all curing compounds and sealers removed. 

Form Preparation: Forms must be liquid tight to prevent leakage, and they should be strong and well 
braced. To facilitate stripping, the forms should be coated with two applications of paste wax or each piece 
wrapped with polyethylene. 

Anchor Bolt Holes and Blockouts: Holes and blockouts must be cleaned of all dust, dirt, and debris 
and allowed to dry. If the sides are smooth, roughen the hole with a stiff bristle wire brush or with a rotary brush 
hammer. 

Mixing: Mix parts A & B (resin & hardener) separately using a drill and mixing prop. Then, pour the Part B 
into the Part A container. Mix for 2-3 minutes, scraping the bottom and sides of the container, to ensure 
proper chemical reaction. Do not whip air into the epoxy while mixing. After the epoxy has been mixed, 
directly pour all of the mixed resin into a horizontal shaft mortar mixer. Add Part C (aggregate) to the mixture 
one bag at a time and mix for 2 to 3 minutes until the aggregate is completely wetted out. Place 
immediately. 

Placement: Pour into anchor bolt holes and blockouts through a funnel or directly if space permits. When 
grouting plates, pour grout into the headbox and allow to flow under the plate. Straps pre-placed under the plate 
will aid in working the grout across. Grout can be placed at a minimum of 1/2” (12 mm) thick to a maximum of 

6" (150 mm) per lift when placed in a large mass. Note: Bring all Rock Flow EP-T100 materials as well as 

foundation and baseplate as close to 75°F (23°C) as possible. Cold temperatures will significantly reduce flow 
characteristics and will increase the difficulty of baseplate grouting. Higher temperatures will increase initial 
flow but reduce working time. 

Curing: Rock Flow EP-T100 does not require special curing procedures. 

Tools can be cleaned by soap water or by thinner. 

• Wear proper PPE when handling epoxies.

• Do not use over frost covered or frozen concrete.

• Store all materials at 75°F (23°C) for at least 24 hours before use.

• Grout should be placed at ambient temperatures of 50°F to 90°F (10°C to 32°C).

• Rate of strength gain is significantly affected at temperature extremes.

• Do not remove, or add more aggregate, than stated on this technical data sheet
until & unless proper trials being held. Please contact PCC’s representative for further advice.

• In all cases, consult the Safety Data Sheet before us.

WARRANTY: The PCC solely and expressly warrants that its products shall be free from defects in materials and workmanship for one (1) year from the date of purchase. Unless 

authorized in writing by an officer of PCC, no other representations or statements made by PCC or its representatives, in writing or orally, shall alter this warranty. PCC MAKES NO 

WARRANTIES, IMPLIED OR OTHERWISE, AS TO THE MERCHANTABILITY OR FITNESS FOR ORDINARY OR PARTICULAR PURPOSES OF ITS PRODUCTS AND EXCLUDES THE SAME. If  any PCC 

product fails to conform with this warranty, PCC will replace the product at no cost to Buyer. Replacement of any product shall be the sole and exclusive remedy available and buyer 

shall have no claim for incidental or consequential damages. Any warranty claim must be made within one (1) year from the date of the claimed breach. PCC does not authorize anyone 

on its behalf to make any written or oral statements which in any way alter PCC’s installation information or instructions in its product literature or on its packaging labels. Any 

installation of PCC products which fails to conform with such installation information or instructions shall void this warranty. Product demonstrations, if any, are done for illustrative 

purposes only and do not constitute a warranty or warranty alteration of any kind. Buyer shall be solely responsible for determining the suitability of PCC’s products for the Buyer’s 

intended purposes. 

   DIRECT FO


